
 

 

 

 

 

 

 

 

 

 

Fig. 1: Magnesium-reduced titanium sponge 

 



 

 

 

 
 

 

Fig. 2: Sponge press (7500 t) 

 



 

 

 

 

 

 

 

 

 

 

Fig. 3: Titanium compact 

 



 

 

 

 

 

 

 

 

 

 

Fig. 4: Welded compacts 

 



 

 

 

 
 

 

 Fig. 5: Vacuum arc furnace 



 

 

 

 

 

 

 

 

 

 

 Fig. 6: Titanium ingots 

 



 

 

 

 

 

 

 

 

 

 

 Fig. 7: Forging press (1400 t) 

 



 

 

 

 

 

 

 

 

 
 

 

 Fig. 8: Titanium slab (7 t) 

 



 

 

 

 

 

 

 

 

 
 

 

Fig. 9: Wide strip rolling mill with seven finishing 

stands 


